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MINERON (H.K.) CO.,LTD 
35-37 , ON LOK MON ST.,ON LOK TSUEN,FANLING,N.T., 
HONG KONG 
 
 
 
The following samples were submitted and identified on behalf of the client as: 
RIAPET SHEET “INCLUDE >=30% RECYCLE POST – CONSUMER PET BOTTLE GRADE MATERIAL” 
 
 
 
SGS Case No. : HKHL120900018725 
Lot. No. : FT9109 
Sample Receiving Date : SEP 27, 2012 
Test Performing Date : SEP 27, 2012 – OCT 11, 2012 
 
 

Test Requested : Please refer to the result summary. 

   

   

Test Method & Results : Please refer to next page(s). 

   

 
 

Result Summary :  

  Test Requested Conclusion 

  Phthalates content (DMP, DEP, DBP, BBP, DEHP, 

DINP, DNOP, DIDP, DIBP, DNP, DIOP, DPrP, DCHP, 

DPP, Dibenzyl Phthalate, Diphenyl Phthalate, DnHP) 

-- 

 
 
Signed for and on behalf of  
SGS Hong Kong Ltd. 

 
  
Che Wai Leuk, Jerry 
Section Manager 
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Test Results : 
 

 
Phthalates content (DMP, DEP, DBP, BBP, DEHP, DINP, DNOP, DIDP, DIBP, DNP, DIOP, DPrP, DCHP, 

DPP, Dibenzyl Phthalate, Diphenyl Phthalate, DnHP) 

 
Method: With reference to ASTM Method Designation D3421-75.  Analysis was performed by Gas 

Chromatography – Mass Spectrometry. 
 

Result (%) 
Test Item 

1 
Reporting Limit (%) 

Dimethyl Phthalate (DMP) ND 0.005 

Diethyl Phthalate (DEP) ND 0.005 

Dibutyl Phthalate (DBP) ND 0.003 

Benzylbutyl Phthalate (BBP) ND 0.003 

Bis-(2-ethylhexyl) Phthalate (DEHP) ND 0.003 

Diisononyl Phthalate (DINP) ND 0.01 

Di-n-octyl Phthalate (DNOP) ND 0.003 

Diisodecyl Phthalate (DIDP) ND 0.01 

Diiso butyl Phthalate (DIBP) ND 0.003 

Dinonyl Phthalate (DNP) ND 0.01 

Diisooctyl Phthalate (DIOP) ND 0.01 

Dipropyl Phthalate (DPrP) ND 0.005 

Dicyclohexyl Phthalate (DCHP) ND 0.005 

Dipentyl Phthalate (DPP) ND 0.003 

Dibenzyl Phthalate ND 0.005 

Diphenyl Phthalate ND 0.005 

Di-n-Hexyl Phthalate (DnHP) ND 0.005 

 
Sample Description : 
1. Transparent Plastic 
 
Note : 1. % = percentage by weight 

2. ND = Not Detected 
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*** End of Report *** 

 
 


